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NISSAN SAE STANDARDS AND TESTING 

01 ES00002 ................ ELECTRO COATING RESISTANT COATING 
27860NDS00 ............. ACUTATOR FOR AUTOMOTIVE AIR CONDITIONERS 
62022NDS00 ............. BUMPER FASCIA OF BUMPER SYSTEM 
74902NDS00 ............. FLOOR CARPET FOR PASSENGER AND COMMERCIAL CAR 
M007 [2009-N] ........... EST METHOD FOR AUTOMOTIVE PAINTING 
M007 [2005-N] ........... TEST METHODS FOR AUTOMOTIVE CARPET 
M0094 [2015-N] ......... TEST METHOD OF FLAMMABILITY OF INTERIOR MATERIALS FOR AUTOMOBILES 
M0131 [2007-N] ......... METHODS OF HIGH TEMPERATURE TEST FOR PASSENGER COMPARTMENT SYNTHETIC RESIN 
PARTS 
M0l 32 [2007-N] ........ METHODS OF THERMAL CYCLE TESTING FOR PLASTIC PARTS 
M0l 33 [2010-N] ......... TESTING METHODS OF CHEMICAL RESISTANCE FOR PLASTIC PARTS 
M0l 34 [2004-N] ......... FALLING BALL IMPACT TEST METHODS FOR SYNTHETIC RESIN PARTS 
M0l 36 [2005-N] ......... ABRASION RESISTANCE TEST METHODS FOR PLASTIC PARTS 
M0l 38 [2004-N] ......... CASS TESTING METHOD 
M0140 [2009-N] ........ SALT SPRAY TESTING 
M0141 [2008-N] ......... METHODS OF TEST FOR COATING OF SYNTHETIC RESIN 
M0l 53 [2006-N] ......... TESTING METHODS OF MOISTURE RESISTANCE FOR PLASTIC PARTS 
M0l 58 [2014-N] ......... METHODS OF COMPOUND CORROSION TEST 
M0l 59 [2008-N] ......... TESTING METHODS OF THE SCRATCH RESISTANCE OF INTERIOR POLYPROPYLENE RESIN PARTS 
M2027 [2009-1] ......... ZINC COATING (HOT-DIPPED) ON STEEL PLATES AND STEEL STRIPS FOR AUTOMOBILES 
M4601 [2006-1] ......... ANTI-CORROSIVE ZINC ALUMINUM COMPOUND COATING 
M5083 [2009-N] ........ RUST PREVENTION COATING MATERIALS FOR AUTOMOBILE PARTS 
M7105 [2006-N] ......... VINYL CHLORIDE FLOOR SHEET FOR AUTOMOBILES 
M8011 [2004-1] ......... ABS, AAS, AES, RESIN (CONTAINED POLYMER ALLOY RESIN WITH ANOTHER RESIN) 
M8506 [2008-N] ........ PRESSURE-SENSITIVE ADHESIVE DOUBLE-COATED TAPES FOR AUTOMOBILES 

Complete List of Automotive Testing Services - https://atslab.com/automotive-testing/ 
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